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Figure 1

The interfacial Fermi level position as a function of overlayer coverage is shown above. Two curves are

shown, the top one for the n-type substr.tres and the bottom one for p-type substrates. It is assumed that there are 3

x 1013 defect donors and acceptors formed per monolayer for the first monolayer. After that, no more defects are

formed, but instead, doping donors are added at the same rate.
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Figure 2

The interfacial Fermi level energy as a function of overlayer coverage for the donor and acceptor levels of

the Advanced Unified Defect Model. The curves starting near the conduction band minimum at zero coverage are for

n-type substrates; at the valence band maximum for p-type. Each of the curves represents a different assumption

about how many defects are generated per monolayer of coverage.
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The modelling was extended to provide quantitative predictions of the Fermi level behavior
as a function of coverage for the Advanced Unified Defect model. This new model associates the
defects which are responsible for the Fermi level pinning at the Schottky barrier with the EL2 level
which has been studied for the bulk GaAs and is responsible for the semi-insulating GaAs. The
model is described in detail in our previous reports. The results are shown in Fig. 2, and at least
two conclusions can be drawn from this figure. One, in order to obtain pinning positions near the
EL2 donor states, one needs about 50% more of these donors than the background acceptors.
Secondly, the pinning positions will not be exactly on the EL2 levels, but will instead be near
them, and the exact position depends on the density of the donor levels.

[I] J. R. Waldrop and R. W. Grant, Appl. Phys. Lett. 50, 251 (1987).
[2] P. H. Mahowlad, T. Kendelewicz, K. A. Bertness, C. E. McCants, M. D. Williams, and W.

E. Spicer, J. Vac. Sci. Technol. B 5, 1258 (1987).

2. Dislocation Formation in Large Lattice Mismatched Heterojunctions

During this period we studied the dislocation formation in the 4% lattice mismatched Si /
GaAs (110) heterojunction. For a system with such a large mismatch, equilibrium energy
minimization calculations by Van de Merwe predict the formatiom of dislocations starting at a 5 ML
coverage with measurable residual strains persisting in the Si overlayer for coverages larger than
50 ML. We performed a polarization dependent SEXAFS, surface extended x-ray absorption fine
structure, measurement of the anisotropic strain in thin Si overlayers grown on the GaAs (110)
substrate. We found significant dislocation formation at a 4 ML coverage, below the predicted
critical thickness of 5 ML. Furthermore the residual strain was no longer measurable in our system
for coverages greater than 16 ML. Our results suggest more rapid dislocation formation than
predicted by theory and greater difficulty in growing dislocation free strained layer structures and
superlattices.

3. Photoemission Measurements of Valence Band Discontinuities: Effects of Non-idealities

We report an overview of our valence band discontinuity measurements and those by
others on the Si / GaAs (110) heterojunction in an attempt to explain the wide scatter in the
experimentally reported values. Such a critical review has recently become necessary since the
progress in understanding heterojunction band line ups has increasingly become dependent upon

*the availability of accurate and reliable discontinuity measurements. The large scatter in
experimentally determined discontinuities not only makes the evaluation of different theories
difficult, but it raises the technologically important question as to the control we might have over
this important electrical parameter.

We critically evaluate the possibilitiy of variations in the valence band discontinuity for the
Si / GaAs (110) heterojuntion measured by photoemission under a wide range of growth
conditions which affect the overlayer crystalline order, strain and chemical reactivity. We find no
measurable differences in the band offset under any of the above growth conditions. Apparent
variations are a result of non-idealities such as chemical shifts and defect states which invalidate the
simple assumptions of the measurement technique and require more careful interpretation of the
data. Such results emphasize that photoemission discontinuity measurements, like electrical or
optical measurements, are model dependent and are subject to misinterpretation.
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4. New Soft X-ray Source: Recent Applications 5

The new Zr anode soft x-ray source has added valuable new experimental capabilities to
our laboratory. Not only have the large photoionization cross section and inherent surface
sensitivity of the new source been useful in the band bending and chemical studies of overlayers on
GaAs substrates, but the 151 eV x-ray energy enables us to monitor core levels normally masked
by the large cross sections of other levels at deeper x-ray or softer ultraviolet photon energies.
This capability is due to the large variation in the photon energy dependence of the cross section for
different core and valence band levels. The custom fabricated 1500 A graphite window has been
shown to be important in both preventing the contamination of the sample and in permitting the
transinition of an appreciable fraction of soft x-rays.

5. Studies of the Effects of Annealing Thin (0.3-3.3 ML) Ti Overlayers on GaAs(l 10)

Using soft x-ray (SXPS), x-ray (XPS) and ultraviolet (UPS) photoemission
spectroscopies, we studied the chemical reactions and electronic properties of thin (.3-3.3 ML) Ti
overlayers on GaAs(1 10) deposited at room temperature and then annealed to -400*C. Analysis
of the substrate and overlayer core levels and the valence band shows a rapid change in the
interfacial reaction products upon annealing. For these overlayer thicknesses, decomposition of
the Ga 3d spectra into a substrate (Ga in GaAs) and reacted component shows that at room
temperature, the major contribution is that due to elemental Ga, rather than the dilute Ti-Ga alloy
observed for thicker coverages[l]. Upon annealing, the substrate component increases in
intensity; the energy of the reacted Ga shifts to higher binding energy, suggesting either the
formation of a Ga-rich Ti-Ga alloy or islanding of the Ga at the surface. The reacted As 3d
components shift slightly from their room temperature positions to lower binding energy and
stabilize at energies consistent with those reported previously for thicker coverages (6.7 ML) after
annealing; curve fitting analysis suggests two Ti-As compounds. We also observe a slight increase
in intensity of the reacted As near the surface. The valence band studies suggest a movement of Ti
into the substrate, as there is a sharp decrease in the Ti 3d contribution near the valence band
maximum(VBM). Electrical measurements on diodes prepared and measured in ultrahigh vacuum
show an increase of 0.1 eV in the Schottky barrier height on n-GaAs when annealed to 330* C.
The PES valence band studies also show this shift in Fermi level position. The relationship
between the interfacial chemical reactions at elevated temperatures and the Schottky barrier height
appears to be related to the changes in the concentration of As-related defects near the interface. In
particular, for the advanced defect model[21, the increase in barrier height is associated with a
decrease in excess As near the interface due to the reaction of As with Ti and liberation of Ga, and
thus a decrease in AsGa antisite double donors. Excess Ga could form GaAs antsite compensating
acceptors which would help in moving the Fermi level toward the VBM and thus increasing the
barrier height on n-GaAs.

[11 M. W. Ruckman, M. Del Giudice, J. J. Joyce, and J. H. Weaver, Phys. Rev. B 33,
2191(1986);R. Ludeke and G. Landgren, Phys. Rev. B 33, 5526 (1986).

[21 W. E. Spicer, et. al., presented at Int. Conf. on Solid Films and Surfaces, 1987.

6. Arsenic on GaAs: Fermi Level Pinning and Thermal Desorption Studies

It is becoming increasingly apparent that excess As is emerging as a key issue in
understanding the surface and interfacial properties of GaAs. The "effective work function" model
is based on excess As on the GaAs interfaces [1]. For the defect model, it has been suggested that
the key defect is the ASGa antisite and that the presence of excess As is necessary to explain a wide
variety of interfacial phenomena [2,3]. Therefore, the growth of an arsenic overlayer on GaAs
should help elucidate many of these points.



To perform the growth of an arsenic overlayer on GaAs, a sample preparation chamber, 6
separate from the surface analysis chamber, was constructued. This is to prevent contamination of
the surface analysis chamber with toxic arsenic. Also, the As over pressure required during the
growth of an arsenic overlayer is quite high, so the use of the sample preparation chamber helps
maintain a good vacuum in the surface analysis chamber. The sample preparation chamber and the
surface analysis chamber are coupled together using a gate valve and a magnetically-driven sampletransfer mechanism.

We grew arsenic overlayers on freshly-cleaved, clean GaAs surface at room temperature. The
coverage of As on the GaAs surface appears to read saturation at about 1ML of As. This is also the
coverage at which the GaAs surface fermi level is pinned. The pinning positions are 0.5 eV above
VBM (valence band maximum) for both n- and p-type GaAs. Upon annealing at 500'C (below
580'C, there is no significant evaporation of Ga or As from GaAs [4)), the deposited As overlayer
is desorbed from the surface and the surface fermi level moves back almost to tme bulk position.
(0.2 eV below CBM [conduction band minimum] for n-GaAs and 0.1 eV above VBM for p-
GaAs. CBM and VBM are the bulk fermi level positions.) These results are in agreement with the"effective work function" model. The defect model predicts in general two different pinning
positions for metals on n-type GaAs (0.75 eV above VBM) and p-type GaAs (0.5 eV above
VBM). However, arsenic has a relatively high electronegativity value, so the As overlayer may
take electrons from the singly ionized donor state (0.75 eV above VBM), keeping the ASGa antisite
in the doubly ionized donor state (0.5 eV above VBM). Thus, both n-type and p-type GaAs pin at
0.5 eV above VBM, which is similar to the situation for Cu, Pd, Pt, Au with electronegativities
(1.9, 2.2, 2.2, 2.4) close to that of As (2.0).

[1] J. L. Freeouf and J. M. Woodall, Appl. Phys. Lett. 39, 727 (1981).
[2] E. R. Weber et al., J. Appl. Phys. 53, 6140 (1982).
[3] W. E. Spicer, T. Kendelewicz, N. Newman, R. Cao, C. McCants, K. Miyano, I. Lindau,

and E. R. Weber (submitted for publication)
[4] C. T. Foxon et al., J. Phys. Chem. Solids 34, 1693 (1973).
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A. Expenditures 1,146,327 p
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